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Effect of Salinity on Nanoplastic
Agglomeration

Carboxylated PMMA: Does not agglomerate; remains at primary particle size

Plain PMMA: Agglomerates at 0-1 g/L

Red PS: Agglomerates at 25 g/L

Blue PS: Agglomerates at 25 g/L


